
Oropesa ï Average Drill Intercepts by Line Number 

Line 

# 

Number  Av. 

Width  

Sn* 

Grade 

-4 1 8.0 0.69% 

-3 3 7.8 0.54% 

-2 1 18.6 0.72% 

-1 6 5.3 0.72% 

1 11 9.3 0.93% 

2 14 9.8 0.71% 

3 34 8.3 0.81% 

4 28 8.1 0.87% 

5 16 7.7 0.84% 

6 19 6.9 0.48% 

7 12 6.9 0.52% 

8 9 7.8 0.52% 

9 12 12.2 0.56% 

10 9 8.2 0.69% 

11 11 6.9 0.74% 

12 12 15.4 0.46% 

13 10 7.1 0.44% 

14 13 8.9 0.43% 

15 11 7.5 0.61% 

16 8 7.2 1.02% 

17 8 7.6 1.05% 

18 8 13.1 0.70% 

18 6 11.8 0.87% 

19 1 4.4 0.72% 

20 5 7.7 0.72% 

Total 262 8.6 0.64% 
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* Denotes a cutoff grade of 0.25% Sn. 
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At Line 3.5 
ORPD 147 

Example of Main Mineralized Zones ï Line 3 

Drill No.  From (m) To (m) Tin Grade 

ORPD 59 17.4 5.8 0.56% 

202.4 3.9 0.48% 

208.3 16.1 0.51% 

ORPC 1A 185.0 7.8 0.78% 

ORPD 55 50.6 8.4 0.40% 

90.0 13.2 0.55% 

180.0 5.4 0.58% 

216.6 5.5 0.32% 

ORPD 60 55.9 9.7 3.08% 

74.4 7.2 0.32% 

97.1 16.6 0.68% 

176.2 5.1 0.44% 

ORPD 54 82.0 9.4 1.46% 

117.6 13.8 1.15% 

183.7 6.2 0.45% 

196.8 8.7 0.75% 

ORPD 57 94.6 1.9 1.38% 

104.3 8.2 0.77% 

123.6 3.1 0.58% 

133.6 5.1 1.33% 

162.6 4.0 0.67% 

179.5 12.8 0.45% 

ORPC B 84.2 8.7 0.83% 

122.4 7.5 0.61% 

136.1 2.7 1.08% 

164.0 5.6 0.50% 

184.5 11.1 0.54% 

ORPD 51 128.1 10.2 2.36% 

ORPD 75 197.0 9.3 0.93% 

ORPD 147 91.5 12.9 0.51% 

109.4 4.4 0.39% 

131.6 9.8 0.94% 

164.3 12.9 0.44% 

197.0 8.0 0.47% 

Averages: 34 8.3 0.81% 
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C 

Example of Main Mineralized Zones ï Line 4 

Drill No.  From (m) To (m) Tin Grade 

ORPD 66 74.3 5.2 0.91% 

ORPC 2B 7.1 18.0 1.80% 

66.8 6.4 0.44% 

90.2 10.6 0.46% 

120.6 6.9 0.56% 

145.1 7.8 1.18% 

164.0 7.1 0.65% 

174.1 5.0 0.67% 

ORPD 65 61.9 2.6 0.84% 

187.3 11.4 0.57% 

ORPC 1A 30.0 7.7 1.84% 

99.4 12.6 0.54% 

175.8 6.8 0.32% 

185.0 7.8 1.52% 

ORPD 61 44.0 12.2 1.80% 

121.9 8.7 0.62% 

133.4 8.3 0.65% 

172.1 9.1 0.37% 

207.7 9.0 0.34% 

ORPD 1 221.3 4.9 0.83% 

ORPD 2 108.0 1.1 1.85% 

195.0 13.3 0.71% 

ORPD 63 95.4 8.7 0.51% 

180.9 10.6 0.74% 

194.5 10.3 0.41% 

ORPD 68 126.8 9.5 1.02% 

139.4 11.6 1.05% 

201.6 3.1 0.57% 

Averages: 28 8.1 0.87% 

Holes Drilled óDown Structureô 

Drill No.  From (m) To (m) Tin Grade 

ORPC 5 83.3 23.1 0.39% 

  115.5 21.2 1.05% 

ORPC 4 118.0 9.2 0.30% 

ORPC 3A 18.2 2.0 1.18% 

  28.1 18.9 1.14% 

  73.5 40.0 0.82% 

ORPC 2 29.3 28.0 4.28% 

  67.0 31.8 0.92% 

  109.6 27.2 0.96% 


